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Radiation and Temperature Effccts on the Time-Dependent Response of T300/934 Graphite/Epoxy

(ABSTRACT)

A time-dependent characterization study was performed on T300/934 graphite/epoxy in a simulated
space cnvironment. Creep tests on irradiated and non-irradiated graphite/epoxy and bulk resin
specimens were carricd out at temperatures of 72 °F and 250 °F. Irradiated specimens were exposed
to dosages of penetrating electron radiation equal to 30 years exposure at GEO-synchronous orbit.
Radiation was shown to have little cffect on the creep response of both the composite and bulk
resin specimens at 72 °F while radiation had a significant effect at 250 °F. A healing process was
shown to be present in the irradiated specimens where broken bonds in the epoxy due to radiation
recombined over time to form cross-links in the 934 resin structure. An analytical, micromechanical
model was also developed to predict the viscoelastic response of fiber reinforced composite materi-
als. The model was shown to correlate well with experimental results for linearly viscoelastic ma-

terials with relatively small creep strains.
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1.0 Introduction

1.1 Composites

The use of resin-matrix composites has become quite commonplace in the acrospace field today.
Much of the truss structure of the proposed space station will be made of graphite/epoxy [1]. Iligh
Technology Communication Satellites and future Space Platforms such as the Space Telescope

would be virtually impossible without composites [2-7]. These projects are a result of an increased

awareness of the advantages composite materials offer. The most commonly mentioned advantages
are superior strength-to-weight and stiffness-to-weight ratios but other advantages are beginning to
surface. Some of these additional advantages are low thermal conductivity, low thermal expansion
with the ability to eliminate it completely, and the ability to tailor composites to specifically meet
certain needs. Engineers now look to composite materials not only to save weight but to design
structures that meet requirements that were previously thought unrealistic with more common
materials such as metals and plastics. Good dimensional stability and high specific damping char-
acteristics make composites an excellent choice for projects such as the Space Telescope and com-
munication satellites [1]. With the advent of sophisticated computer codes that can deal with the

complexities involved in the analysis of composite materials, design engineers see the unlimitcd
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potential they have to design extremely sophisticated and efficient structures [8). Composite mate-

rials are changing the entire approach to structural design.

Although we have come a long way in understanding composite materials, problems and challenges
still exist with many of these materials. Resin matrix composites such as graphite/epoxy are pres-
ently the most widely used advanced composites. This type of composite is limited in most cases
by the resin itself which has a limited operating temperature range and properties that can change
noticeably within this range. The resin can also age with time and become embrittled [9-11]. An-
other characteristic of polymer resins is creep. Epoxy resins are made up of long molecular chains
that are cross-linked together to form a complicated molecular structure. The cross-linking is highly
irregular throughout the internal structure and this allows chains to bend, slide, twist, and curl
around each other. Chemical bonds are constantly broken and reformed and as a result, the
structure never remains the same. When a tensile load is applied to a polymer, kinks in the mo-
lecular chains are quickly straightened which produces an instantaneous deformation. This is usu-
ally referred to as the elastic response. If the load remains, however, these chains slowly begin to
slide, twist and uncurl causing more dcformation. This time-dependent deformation is known as
creep [12,13]. Creep presents unique problems to design engineers since they must not only design
a structure to withstand present loads and displacements but must also consider the given loads and
displacements over the design lifetime of the structure. The structure is no longer “rigid” but is
constantly displacing and dissipating energy. This introduces complexities into the design of di-
mensionally stable structures. Much work has been done to help designers better quantify the creep
characteristics of resins and more importantly resin matrix composites {14]. Some of this work,
paying special attention to the effects of the space environment on creep behavior, will be discussed

below.
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1.2 Space Environment

Structural designers need to pay special attention to the extremes of the space environment when
designing space structures. These environmental factors can seriously affect structural integrity of
resin matrix composites. The space environment has many conditions not commonly regarded in
the design of earth-bound structures. The major environmental factors that need to be considered
in space are vacuum, temperature cycling, and radiation. These factors are most pronounced in
high earth orbits such as GEO-synchronous orbit. Previous work dealing with the effect of these

environmental extremes on resin matrix composites is outlined below.

1.2.1 Vacuum

All space environments are characterized by near vacuum. Although this is often seen as advanta-
geous since it helps climinate corrosive environments and can decrease structural degradation, it is
a major concern with resin matrix composites. Moisture, along with small trapped organic mole-
cules such as carbon monoxide (CO) and carbon dioxide (CQj) that have been separated from the
polymer chains of the epoxy, can “outgas” from the polymer network drying out and embrittling
the epoxy [9]. This outgassing can also cause voids to form, thus disrupting the molecular structure
of the resin. These voids can be of two types. First, they can be small internal voids left behind
by the space occupied by the outgassed molecule. This increases the free volume of the epoxy
which can facilitate movement of the molecular chains and thereby increase the amount that the
material will creep over time [14,15]. Secondly, if outgassing occurs within the composite, larger
voids can develop in the composite network. Gas pockets can form within the structure causing
delaminations and matrix cracking both of which can significantly affect the composite strength and

stiffness [16,17].
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1.2.2 Temperature

The space environment is also characterized by large temperature fluctuations. Since the environ-
ment is a near vacuum, there are few particles that can hold heat. For this reason, the temperature
in space is almost entirely dependent on whether the region is in the sun’s path or blocked from its
rays. Orbiting structures can experience temperatures as high as + 250 °F when in the light and

heat of the sun and as low as -250 °F when blocked from the sun’s rays.

The temperature extremes and temperature cycling experienced by orbiting spacecraft can seriously
affect resin matrix composites due to the dissimilar thermal propertics of the composite constitu-
ents. The coefficient of thermal expansion of a resin is quite different than that of a stiff fiber such
as graphite. With a temperature change, the resin in bulk form will expand or contract differently
than a graphite fiber under the same conditions. Since the composite is a rigid structure composed
of fibers and resin, an expansion or contraction compromise is reached by the two components.
As a result, each component compensates for the expansion or contraction deficiency with a me-
chanical load. For example, a graphite/epoxy composite when cooled will experience, in the di-
rection of the fibers, a mechanical tensile load in the matrix and a mechanical compressive load in
the fibers. In a free and unconstrained state, the matrix upon cooling contracts significantly and the
graphite fiber expands slightly [18]. Being constrained by each other in the composite, the fiber and
matrix are restricted in their respective expansion or contraction. ‘The result is tension in the matrix
and compression in the fiber. With this behavior, thermal cycling actually results in mechanical
load cycling of the resin and fibers. This load cycling can fatigue the structure at the fiber-resin level

which often results in microcracking of the resin matrix [19].

Temperature can also have an effect on the epoxy network itself. Temperature increases the motion
of molecular chains in the epoxy allowing for a less rigid molecular structure which facilitates creep
[20]. The increased motion coupled with the increased free volume created by outgassing can sig-

nificantly increase the ability of the molecules to slide, twist, and uncurl.
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1.2.3 Radiation

Another significant factor in the space environment is radiation. There are many types of radiation
in space and the types change depending on the location in orbit. Several types of radiation expe-
rienced in high-earth orbits are not significant at low-carth orbits. At high-carth orbits, low energy
radiation such as visible and ultraviolet light is present along with charged particles such as electrons
and protons, and high energy radiation such as cosmic, gamma and x-rays [21,22]. Low energy
forms of radiation are believed to have little if any effect on resin matrix composites. High energy
forms of radiation can affect surface properties of materials but are unable to penetrate significantly
into the material. Charged particles, if accelerated to high speeds, can penetrate the structure and
cause damage. These charged particles seem to damage the polymer resin structure more adversely
than they do stiff fibers such as graphite. Graphite fibers have been shown to be essentially inert

to all forms of radiation [23].

Most scientists conclude that the main effect of radiation is chain scission and separation of low
molecular weight products such as radicals and ionic centers from the epoxy network. Chain
scission increases the mobility of molecular chains and also cnhances disentanglement of the low
molecular weight chains formed [26]. The increased chain mobility and disentanglement can cause
chain slippage which manifests itself as creep behavior [26,27]. Along with molecular chain move-
ment, unstable radicals present in the irradiated epoxy will eventually recombine. Recombination
of radicals is highly dependent on chain mobility. At low temperatures, the radicals produced by
radiation are quite immobile and remain trapped in the structure. As temperature increascs, the
radicals move more freely which allows them to recombine. Based on thermal cycling and Dynamic
Mechanical Analysis (DMA) data, Tenney, Sykes, and Bowles [21] proposed that all the radicals
will recombine eventually and that temperature accelerates this activity. Recombination of radicals
results in increased cross-linking creating a more rigid structure but one more brittle as well

[21,22,26].
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1.3 Background

Much work has been done at Virginia Tech to quantify the effects of the space environment on
T300/934 graphite/epoxy. The work was initiated by Herakovich and Sykes and they conducted
separate studies with Milkovich, Reed, and Fox. A brief summary of their work is given below,

emphasizing the results leading to the present study.

1.3.1 Tensile Results

Milkovich, Ilerakovich, and Sykes [16] studied the effects of radiation and temperature on the
tensile response of T300/934 graphite/epoxy. Quasi-static monotonic tensile tests were performed
on unidirectional coupons with fiber orientations of 0°, 10°, 45°, and 90°. Three temperatures were
used, namely cryogenic (-250 °F), room (+ 72 °F), and elevated (+ 250 °F). Half of the specimens
were subjected to electron radiation representative of 30 years in GEO-synchronous orbit. For the
0° coupons, radiation had little effect on stiffness. Radiation combined with elevated temperature,
however, significantly reduced the strength. For the 90° coupons, radiation lowered the strength
for all three test temperatures and lowered the stiffness at elevated temperature. For the 10° and
45° off-axis coupons, radiation had a significant effect on strength at the elevated temperature but
little effect on stiffness. For the 10°, 45°, and 90° coupons, radiation at elevated temperature greatly

increascd the onsct of nonlincar behavior in the stress-strain response.

Milkovich, et al. [16] also performed a Dynamic Mechanical Analysis (DMA) and Thermo Me-
chanical Analysis (TMA) on irradiated and non-irradiated specimens. The DMA test is a way to
determine the glass transition temperature (7,) by monitoring damping of the polymer as a function
of temperature. Determination of how the glass transition temperature changes indicates the state

of the epoxy molecular chain network. As shown in Figure 1, reduction in the glass transition
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temperature indicates reduction in the cross-link density. An increase in the magnitude of the
damping peek indicates reduction in the average molecular weight of the molecular chains which
represents the average size of the molecules in the network. Widening of the peek curve indicates
greater distribution of molecular weights. Tests of the baseline and irradiated specimens indicated
that radiation resulted in the reduction of cross-link density and average molecular weight. Radi-

ation also increased the distribution of molecular weights. Figure 2 illustrates these results.

The TMA test evaluates the relative softness of a material with respect to temperature. A probe
is lightly spring-loaded onto the specimen and its penetration is monitored as a function of tem-
perature. The results of the TMA tests performed by Milkovich, et al. [16] show that irradiation
softened the material at lower temperatures indicating both a lowering of the T, and in increase in
the creep behavior. This is shown in Figure 3. The anomaly at the end of the TMA curve is due
to the probe being pushed away from the irradiated specimen at elevated temperature due to de-

laminations caused by low molecular weight products boiling off.

Milkovich, et al. [16] concluded that irradiation affected only the epoxy resin and had little effect
on the graphite fibers. He also concluded that radiation resulted in chain scission of the epoxy
network which serves to weaken the epoxy resin. The mechanism described by Milkovich, et al.
[16] is one in which small molecular groups are broken off from the main chains due to radiation.
These small molecules tend to “freeze” the structure at low temperatures creating a stiffer structure.
At high temperatures, these molecules boil off and “plasticize” the material. Milkovich, et al. [16]
concluded that this mechanism explains the nonlinear behavior seen at elevated temperatures in the

irradiated condition.
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1.3.2 Modified Epoxy and Cyclic Results

Reed, Herakovich, and Sykes {23] continued the investigation of Milkovich, et al. [16] and at-
tempted to verify one conclusion of that investigation. Milkovich, et al. [16] concluded that small
molecules broken off during irradiation were a result of additives used in the processing of the epoxy
resin and not an inherent property of the epoxy resin itself. Milkovich, et al. [16] proposed to
eliminate the additive and thus solve the problem. In order to verify Milkovich’s hypothesis, Reed,
et al. [23] performed the same tests with a modified T300/934 graphite/epoxy where the processing
additives had been left out during the manufacturing process. Little difference was seen with the
results of Reed, et al. [23] in comparison with Milkovich, et al. {16]. It was concluded that the ra-

diation was affecting the epoxy network itself.

Reed, et al. [23] also performed cyclic tension tests on the original (unmodified) epoxy composite
investigated by Milkovich, et al. [16]. Each specimen was subjected to quasi-static loading beyond
the linear range, subsequent unloading to zero, and finally immediate re-loading to failure. These
tests were conducted to evaluate better the nature of the nonlinear behavior observed by Milkovich,
et al. {16]. Figure 4 and Figure 5 show sample results of the longitudinal cyclic response of the
10° off-axis specimen under various conditions of temperature and radiation. As seen, hysteresis
is present in the response for all conditions and the second and final loading does not proceed
through the reversal point of the loading/unloading cycle. If the nonlincar behavior observed by
Milkovich, et al. [16] were purely plastic, the re-loading response should pass through the reversal
point of the preceding cycle. The fact that in this case the reloading proceeds as it does suggests
that viscoelastic behavior is present. The irradiated coupons at elevated temperature have a much
larger hysteresis indicating a greater contribution of viscoelastic behavior. Figure 6 and Figure 7
show the shear response in the material principal coordinate system of the 10° off-axis specimen.
For shear, the hysteresis is larger in all cases indicating that the viscoelastic response is dominant

in shear.
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Reed, et al. [23] performed additional tests on the graphite fibers alone. Radiation was shown to

have little if any effect on the strength or stiffness of the fibers.

1.3.3 Compression and Bulk Resin Results

Fox, Herakovich, and Sykes [26] continued the investigation into radiation and temperature effects
on the T300/934 composite system by examining the compressive properties under the same con-
ditions as thosc employed by Milkovich, ct al. [16] and Reed, et al. [23]. The results show similar
reductions in stiffness and strength observed by Milkovich, et al. [16]. Bulk resin tests were also
conducted. The trends of these results agree favorably with the composite tensile results. These
results are shown in Figure 8. At elevated temperature in the irradiated condition, reduction in
strength coupled with nonlinear behavior is observed. This further supports the conclusion that the
radiation significantly affects the epoxy resin which contributes to the response of the composite.
Foxet al. [26], Reed, et al. [23], and Milkovich [16], et al. all concluded that chain scission due to
radiation is the principal degradation mechanism in the epoxy resin. These conclusions are drawn

mainly from the DMA and TMA data and appear to explain many of their results.

1.3.4 Conclusions

The effects of radiation on the 934 resin system seem to correlate well with previous work done on
radiation effects of polymers. Chain scission and the formation of radicals is consistent with the
DMA and TMA results obtained by Milkovich, et al. [16]. This effect would indeed decrease the
cross-link density and average molecular weight of the epoxy network, thus initially increasing the
viscoelastic behavior observed by Reed, et al. [23]. Chain scission and low molecular weight pro-
ducts will increase chain mobility and thus facilitate creep behavior. At temperatures near the 7,

the chains are very mobile and substantial viscoelastic behavior is present. In the irradiated condi-
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tion, + 250 °F is very close to the 7,. The increase in viscoelastic behavior would increase the ap-

parent onset of nonlinear behavior seen by Milkovich, et al. [16] and Fox, et al. [26].

The tests carried out by Milkovich, et al. [16], Reed, et al. [23], and‘ Fox, et al. [26] were all quasi-
static in nature. Their results do correlate with the literature on radiation effects of polymers. The
literature also suggests, however, that these radicals will recombine over time to form cross-links.
Due to their short-term duration, quasi-static tests of the type performed by Milkovich, et al. [16],
Reed, et al. [23], and Fox, et al. [26] give very little information on this phenomena. Time-
dependent tests of a longer duration will clarify this occurrence by monitoring the deformation as
a function of time, temperature, and radiation. They will also help to quantify the viscoelastic be-

havior of T300/934 graphite/epoxy.

1.4 Objectives

The objectives of this study are two-fold. The first objective is to quantify the effects of radiation
and temperature on the time-dependent behavior of T300/934 graphite/epoxy. In order to meet this
objective, creep tests on irradiated and non-irradiated graphite/epoxy specimens were carried out
at two test temperatures, namely + 250 °F and + 72 °F. Penetrating electron radiation was chosen
since it seems to have the most significant effect on resin matrix composites [16,23,26]. Creep tests
were conducted on different fiber orientations of the graphite/epoxy under these varying conditions.
Creep tests were also carried out on the bulk 934 resin. The goal was to better understand how

radiation and temperature affected the matrix dominated creep response of this composite system.

The second objective of this study is to develop a time-dependent predictive tool for fiber reinforced
composite materials with the aid of the micromechanics approach. In this approach, the composite

is viewed at the level of a single fiber. Micromechanical models, as now formulated, are able to
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predict composite elastic properties from the constituent elastic properties. To accomplish the
objective of this study, existing micromechanical models were modified by use of the Correspond-
ence Principle to predict composite viscoelastic properties from constituent viscoelastic propertics.
This allows designers to combine computationally many different materials to find the one that has

the viscoelastic properties he or she desires.
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2.0 Experimental Investigation

This chapter discusses the techniques and procedures eméloyed in the experimental portion of this
investigation. The discussion will begin with a presentation of the test matrix and a description of
the specimen preparétion techniques. The specimen preparation techniques used in this study are
identical to those used by Milkovich, et al. [27], Reed, et al. [28], and Fox, et al. {29] and more de-
tailed descriptions of these procedures can be found in the above references. A detailed discussion
of the various testing machines and testing equipment will then be presented. This chapter will

conclude with a discussion of the data acquisition systems used to gather the necessary information.

2.1 Test Matrix

Table 1 shows the test matrix used for this study. Tensile creep tests were conducted on
unidirectional coupons with fiber orientations of 0°, 10°, 45°, and 90°. These are the same fiber
orientations used by Milkovich, et al. {27], and Reed, et al. [28]. Bulk resin creep tests were also

performed.
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Table 1. Test Matrix

T300/934
BASELINE IRRADIATED
Coupon RT ET RT ET
0° 3 3 3 3
10° 3 3 3 3
45° 3 3 3 3
90° 3 3 3 3
Bulk Resin 3 3 3 3
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Creep tests are a common method to characterize the time-dependent response of a material. A
creep test consists of an instantaneous loading of a specimen to a given load level, maintaining that
load level for a given time, and monitoring the deformation as a function of time. A perfectly elastic
material in a creep test will exhibit an instantaneous strain which then remains constant with time.
A time-dependent material in a creep test will also exhibit an instantancous strain but then the
strain will increase with time. The manner in which the strain increases characterizes the time-

dependent response of the material.

2.2 Material

The material used in this study was T300/934 graphite/epoxy. T300 is a graphite fiber made by
Thornel (Union Carbide) and 934 is a thermoset epoxy resin. An eight-ply panel and a four-ply

panel were manufactured according to standard procedures [27-29].

2.3 Specimen Preparation

Both panels were C-scanned to check for large voids or flaws and none were detected. The speci-
mens were cut from the panels to the dimensions of 6” x 0.5” (152.4 mm x 12.7 mm). This di-
mension was chosen to optimize the number of specimens that could be placed in the irradiation
facility without overly compromising the specimen aspect ratio. The specimen dimensions are
shown in Figure 9. The 0° and 45° specimens were cut from a single eight-ply panel at VPI & SU.
The 10° and 90° specimens were cut from a single four-ply panel at NASA Langley Research

Center. The edges were all visually inspected for smoothness and parallel alignment.
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Figure 9. Composite Tensile Specimen Dimensions: [27]
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After machining, half of the specimens were subjected to electron radiation in the radiation facility
at NASA Langley Research Center. The specimens were 'uradiated with 1 MeV electrons at a dose
rate of 50 Mrads/hr for 200 hours. This yielded a total dose rate of 10,000 Mrads which is equiv-
alent to 30 years exposure in GEO-synchronous orbit. The 10° and 90° degree coupons were

irradiated together in the same batch and the 0° and 45° coupons were irradiated in a separate batch.

The specimens were tabbed with 1.25” x 0.5” (31.8mm x 12.7mm) fiberglass at each end. The tabs
were beveled at 30 degrees and applied at NASA Langley Research Center using standard tabbing

procedures [28].

The bulk resin specimens were manufactured according to procedures outlined by Fox [29]. The
specimen shape was the small “dog-bone” specimen (type V) from ASTM Standard D638-82a [30)].

A photograph of the gripped composite and bulk resin specimens is shown in Figure 10.

All the specimens were instrumented with strain gages. The strain gages were applied with AE-15
adhesive which was cured at 120 °F for 6 hours under 15 psi pressure. Due to the fact that tem-
perature accelerates the recombination of radicals in the epoxy network, 120 °F was chosen as the
adhesive cure temperature so as to not expose the specimens to relatively high temperatures for long
periods of time while still allowing the adhesive to cure properly. A temperature of 120 °F is the
lowest adhesive cure temperature recommended by the adhesive manufacturer [31]. This also fol-
lows the strain gaging procedure used by Milkovich, et al. [27], Reed, et al. [28], and Fox, ct al. [29].
Table 2 shows the gages used for each specimen group. After curing the adhesive, all gages were

measured for misalignment using a microscope available at VPI & SU.

All specimens were held under vacuum for at least five days prior to testing. Specimens were re-
moved from the vacuum chamber immediately before testing. It should be noted that the specimen
preparation techniques used by Milkovich, et al. [27], Reed, et al. [28], and Fox, et al. [29] were all
followed for this study. More detailed descriptions of specimen preparation can be found in those

references.
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Figure 10. Photographs of Gripped Composite and Bulk Resin Specimens
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Table 2. Strain Gages Used For Instrumentation

Strain Gage Usage

Laminate Strain Gage Adhesive
0° WK-06-120WR-350 ALE-15
10° WK-06-120WR-350 AE-15
45° WK-06-120WR-350 AE-15
90° A SK-06-125AD-350 AE-15
Bulk Resin (Long) EA-06-062AQ-350 AE-15
Bulk Resin (Trans) EA-06-045AL-350 AE-15

e lLong = lLongitudinal Gage

¢ Trans = Transverse Gage
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2.4 Testing

2.4.1 Composite Creep

The 10°, 45°, and 90° tensile creep tests were performed on either a three-to-one or ten-to-one lever
arm creep frame, both of which are located at VPI & SU. The three-to-one creep frame had a
motor which gently released the weight to apply the load. The ten-to-one creep frame had a
manual crankshaft which lowered the weight to apply the load. Photographs of these two crecp
frames are shown in Figure 11 and Figure 12. The specimens were gripped with steel grips that
were tightened with socket-head cap screws. The alignment in the grips was checked with a square
rule and marks on the grips were used for centering. Load was applied with steel pins going through
the grips and the load frame. A schematic of this is shown in Figure 13. The 0° tensile creep tests
were conducted on a United Testing Systems (UTS) screw-driven, load controlled testing machine

located at VPI & SU.

2.4.2 Bulk Resin Creep

The bulk resin creep tests were performed using a dead weight fixture designed by Signor [32] and
modified by the author. The grips designed by Fox, et al. [29] were also used in the present inves-
tigation. The load train consisted of the grips with pins, the specimen, 20 Ib. test nylon line, a two

foot steel rod, and a load pan.

The nylon line was used to shorten the distance between the eye bolt and the base in case the
specimen broke while loading. The steel loading rods were aligned at the base of the frame with

cardboard inserts. The cardboard satisfactorily aligned the rods without significantly increasing the
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Figure 13. Load Train for Composite Creep Frame
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friction hindering vertical movement of the rod. Weights were stacked on a steel disk which was

threaded onto the end of the rod.

The entire assembly was placed on a wooden platform. An oven was placed on the platform and
the load frame was then placed inside the oven. The rod hung down through a hole in the oven
and between slats in the platform. A hole was drilled in the stecl rod and the load could by removed
from the specimen by simply lifting up the rod and putting a bolt through the rod and two brackets
attached to the underside of the wooden platform. The lifting of the rod introduced slack in the
nylon line which in turmn took the load off the specimen without applying any compressive load.
For loading, the bolt was removed and the rod gently let down until the weight was supported by
the specimen. The assembly, including the wooden platform, the oven, and the load frame was
leveled before testing. A schematic of the entire assembly is shown in Figure 14. A photograph

of the entire assembly is shown in Figure 15.

2.5 Loading Sequence

The creep behavior of the specimens was determined at four different load levels, approximately
20%, 40%, 60%, and 80% of the ultimate load for the given configuration. Each specimen was
held at each load level for two hours. After each loading, the load was removed and the specimen
was allowed to recover for two hours. This process was repeated four times, each time at a new
load level. The entire load sequence is shown in Figure 16. A listing of the load levels used for
each specimen is given in Table 3. These load levels are approximately equal to the above per-
centages of the ultimate loads although they are also dependent on the availability of weights in the

laboratory.
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Table 3. Load Levels Used For Each Specimen Group

ORIGINAL PAGE IS
OF POOR QUALITY]

Testing Load Levels
Load Level

Coupon 1 2 3 4

(KSDH (KShH (KSDH (KSI)
NR-BR 1.60 3.20 4.80 6.40
IR-BR 1.60 3.20 4.80 6.40
NE-BR 1.60 3.20 4.80 6.40
IE-BR 1.60 3.20 - -
NR-10 7.26 14.53 21.79 29.06
IR-10 7.26 14.53 21.79 29.06
NE-10 7.26 10.82 14.85 18.89
IE-10 7.26 10.82 I1.14 14.85
NR-45 4.75 7.25 9.75 12.25
IR-45 475 7.25 9.75 12.25
NE-45 4.75 7.25 9.75 12.25
IE-45 1.50 2.25 3.00 3.75
NR-90 1.21 2.42 3.64 4.85
IR-90 2 2.42 3.64 4.85
NE-90 1.21 242 3.64 4.08
1E-90 1.21 1.66 242 2.87
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2.6 Data Acquisition

Data for the 10°, 45°, 90°, and bulk resin tests was acquired with an Orion Data Acquisition System
interfaced with an 1BM-AT personal computer. The data acquisition system was driven by a
software package entitled MATPACO. This is very similar to the software package MATPAC2
developed by Hidde [33]. MATPACO has the capability to vary the intervals at which data is taken
while the test is running. This capability was used to increase the data acquisition intervals as the
test progressed so that sufficient data was obtained without creating data files so large as to be un-
manageable. After loading and recovery, the data acquisition was halted and the system, including
the strain gages, was reinitialized. This was done to permit each loading and recovery to be saved
in a separate file. After the data was recorded it was corrected for transverse sensitivity and gage
misalignment. Data for the 0° tensile creep tests was taken in a similar “ashion with an IBM-XT
personal computer interfaced with a Data Translation DT2805/5716 A/D, D/A board and a Vishay

2100 system signal conditioncr/amplifier.

Temperature for the elevated temperature tests was monitored with a thermocouple attached to the
grips holding the test specimen. Generally, the temperature was kept between 245 °F and 255 °F
yet the temperature rarely fluctuated more then 1-2 °F for each test. Temperature was not moni-l
tored for the room temperature tests but all tests were run in temperature controlled rooms that
were kept at between 72 °F and 75 °F. Although humidity varied from day to day, all tests were

conducted on specimens freshly removed from the vacuum chamber.
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3.0 Experimental Results

The presentation of the experimental results will begin with a discussion of the nomenclature used
for the descriptions of the data presented in this chapter. A brief discussion on the outcome of the
0° tests will be followed by a presentation of entire history plots for the 10° and 90° results at room
temperaturc and elevated temperature. These results show general trends of the composite under
the loading sequence described in Section 2.5. Following a discussion of the general behavior of
these results, individual plots will be presented for all four conditions at a given load level. This

further illustrates the effect of temperature and radiation on the creep response of the composite

and bulk resin specimens. Since the results were consistent, a representative test is presented for
each condition. No smoothing or averaging of the test data was performed and all plots represent
actual test data. A discussion on linearity of the results will also be presented. Linearity will be
an important assumption in Chapter 4.0 and will be discussed in more detail in Section 3.5. This
chapter will end with a discussion of the healing process of the epoxy resin and its effect on the

results. This phenomena is able to give acceptable explanations to the results that will now follow.
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3.1 Nomenclature

The nomenclature used to identify the tests will be discussed below. The testing conditions will
be hereafter identified by a two letter code. The first letter refers to the specimen condition. N
stands for non-irradiated and I for irradiated. The next letter refers to the test temperature. R
stands for room temperature and E stands for elevated temperature. The four conditions will
therefore be referred to as NR (non-irradiated room temperature), IR ‘irradiated room temper-

ature), NE (non-irradiated elevated temperature), and IE (irradiated elevated temperature).

When referring to stresses and strains, standard notation will be used to differentiate between global
coordinates and material principal coordinates. Global coordinates will be referred to as the x-y-z
coordinates while material principal coordinates will be referred to as the 1-2-3 coordinates. Global
coordinates refer to the coordinate system of the test coupon where the coordinate axes are parallel
to the coupon edges. The material principal coordinates refer to the coordinate system of the
unidirectional composite where the coordinate axes are parallel and transverse to the fibers. This

is illustrated in Figure 17.

3.2 0° Results

In order to obtain a complete time-dependent material characterizatior. of the T300/934 system,
tensile creep tests were carried out on 0° coupons. These specimens exhibited no observable creep
in the time frame tested. Accurate elastic properties of the 0° coupons wzre obtained, however, and

these properties will be used in Section 5.2.1.
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3.3 Entire History Results

3.3.1 10° Results

Figure 18 shows the longitudinal response for the entire loading history of the 10° off-axis tensile
coupon at room temperature. The load levels for both specimens are identical. The creep response
for the irradiated and non-irradiated specimens is nearly the same except for a slight difference in
the elastic response. Differences in the elastic response may be due to actual changes in the material
but may also be due to slight variations in the cross-sectional area of individual specimens. It is
seen that a slight permanent strain remains after the loading/recovery cycle at each load level for

both conditions.

Figure 19 shows the longitudinal creep response for the entire loading history of the 10° off-axis
tensile coupon at clevated temperaturc. The load levels in this case are not the same for both
conditions due to the much lower ultimate stress of the IE specimens. It can be scen, however, that
the creep response for the irradiated condition is unlike the response for the non-irradiated condi-
tion. The creep response for the non-irradiated condition looks similar to the room temperature
results. The creep response for the irradiated condition is quite different. The initial creep response
is significant and its corresponding recovery exhibits a large permanent strain. As the test
progresses, the magnitude of the creep behavior for the IE condition appears to diminish with
subsequent loading. The recovery after each loading seems to exhibit less permanent strain than
the recoveries of previous loadings. The final recovery strain of the IE condition, however, shows
a large permanent strain. As shown, the final recovery strain value upon completion of the test is

much different than the initial strain value of zero strain.

Figure 20 and Figure 21 show the -2 shear response for the entire loading history of the 10° off-

axis tensile coupon. Iigure 20 shows the room temperature results and Figure 21 shows the ele-
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vated temperature results. The same trends can be seen here, but in a much more pronounced
fashion. The room temperature results show similar behavior for both the irradiated and non-
irradiated conditions except for the elastic response. The recovery in both cases exhibits a small
permanent strain. The elevated temperature results show a dramatic difference in the two re-
sponses. The non-irradiated condition shows similar behavior to the room temperature results
while the irradiated condition shows a very large creep deformation. Upon recovery, the 1E con-
dition shows a significant permanent strain. As in Figure 19, the permanent strain diminishes with
subsequent loadings yet the final permanent strain upon completion of the test is almost as great
as the strain attained by the NE coupon at the highest load level. It should be noted that the final
load level for the IE test is less than the final load level for the NE test. These results suggest that
the creep behavior of the epoxy resin is most critical in shear. This is supported by the 90° creep

test data discussed in the subsequent section.

3.3.2 90° Results

Figure 22 and Figure 23 show the longitudinal creep response for the entire loading history of the

90° tensile coupons. Figure 22 shows the room temperature results and Figure 23 shows the ele-
vated temperature results. As with the 10° tests, the room temperature results are nearly identical
for the two conditions. The load levels for both conditions are the same. Both specimens show
creep behavior at all load levels. The recovery, however, seems to proceed in a different manner
than observed with previous results. The recovery after the initial two loadings appears to be rep-

resentative of creep rather than recovery. This behavior will be discussed in Section 3.6.3.

The elevated temperature results show a difference but one not nearly as dramatic as for the 10°
results. The load levels for these two tests are not the same due to the much lower ultimate stress
of the IE specimen. The non-irradiated result is similar to the room temperature results. ‘The

irradiated condition does exhibit significant creep but the difference between the IE and NE results
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isn’t nearly as great as the difference seen with the 10° tests. The recovery for both cases appears

to approach strain values /ower than the initial strain. This will be discussed in Section 3.6.3.

The state of stress in a 90° coupon subjected to uniaxial tension is composed of principal normal
stresses with little if any shear stress present. As seen in the 10° off-axis results, shear stresses in the
matrix appear to have a significant effect on the creep response of the specimen. The fact that the
creep response is diminished significantly when the shear stress is eliminated, such as with the 90°
tests, leads to the assumption that creep is most apparent in shear. While: normal stresses do have
a significant effect on the creep response, this effect is not as great as seen ‘when shear stresses in the

matrix are present.

3.4 Individual Results

To better see the effect of radiation and temperature on the creep response of both the T300/934
graphite/epoxy composite and the bulk 934 resin, individual results at a given load level for all
conditions will be presented. The results from all four conditions (N R,IE.,NE,IE) are presented for
each test. Longitudinal (¢,) and shear (y,,) resuits are presented for the 10° and 45° off-axis tests
and longitudinal results alone are presented for the 90° and bulk resin tests. The creep and recovery
results are presented for a single loading and recovery at a given load level. As mentioned in Section
2.5, each test consisted of four loadings at approximately 20%, 40%, 60%, and 80% of the ultimate
load. Since the ultimate loads vary widely between differing conditions, each condition is not
loaded to the same load levels [16]. For this reason, only two load levels are compared for each test.
For these results, the initial strain readings for each loading have been set to zero so that the creep
responses can be accurately compared. As shown in Scction 3.3, permanent strains are often

present upon recovery. In the following plots, the permanent strain values have been subtracted
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from the actual strain values so that each test is presented from the same initial strain value, namely

zero strain. This should be kept in mind when reviewing the following plots.

3.4.1 Bulk Resin Results

Figure 24 shows the creep response for the bulk resin results under a constant load of 1.60 KSI.
This is the initial loading for all conditions. The NR and IR results are nearly identical except for
the elastic response. The NE test does show a slight increase in the creep behavior while the IE test
shows a dramatic increase in the creep response. The recovery for the IE result shows a large per-
manent strain. The differences in the elastic response of these specimens correlates well with the
elastic moduli evaluated by Fox, et. al. [29]. A comparison of the clastic moduli is given in Ap-

pendix C.

A second figure for the second load level is not shown since the strain on the initial loading for the
IE test nearly approached 2% and the gages only functioned properly up to this level. The gages
began to peel off soon after the second load level. Figure 25 shows the entire strain history of the
IE bulk resin test which only goes slightly beyond the second loading. As observed in the figure,
the creep after 30 minutes at the second loading is less than the creep after 30 minutes at the initial
loading. This agrees with the decrease in creep behavior on subsequent loadings seen with the

graphite/epoxy composite results.

3.4.2 10° Results

Figure 26 shows the longitudinal creep response of the 10° off-axis tensile coupon under a constant
load of 7.26 KSI. This is the initial loading for all conditions. The NR and IR conditions are

nearly identical in the creep response. The NE creep response is slightly greater. The NR, IR, and
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NE results are all fairly similar and differ only in the magnitude of the elastic response. The IE
result is quite different from the other conditions. Significant creep is present in this condition and

the recovery exhibits a large permanent strain.

Figure 27 shows the longitudinal creep response for the 10° off-axis test under a constant load of
14.85 KSI. This is the second loading for the NR, IR, and NE results and the third loading for the
IC result. The creep response for the NR, IR, and NE results is similar to the results shown in
Figure 26 for 7.26 KSI while the IE result is quite different from the IE response at 7.26 KSI. The
creep response is still greater for the IE condition as compared with the other conditions but it isn’t
nearly as significant as seen on the initial loading. The recovery at 14.85 KSI exhibits less pcrma-
nent strain than observed at 7.26 KSI. It should be noted that this is the third loading for the IE

test and the creep response seems to diminish with each successive loading.

Figure 28 and Figure 29 show the 1-2 shear creep response in the material principal coordinate
system for the 10° off-axis tensile coupon under a constant load of 7.25 KSI and 14.85 KSI re-
spectively. Similar trends can be seen here as compared with the longitudinal creep response. The
magnitudes in shear, however, are much greater than the longitudinal strain magnitudes. Tor the
IE results at 7.26 KSI, the creep in shear is very significant and the recovery exhibits a large per-
manent strain. At 14.85 KSI, the creep response for the IE condition diminishes somewhat and the
recovery shows less permanent strain. The important point to note here is the overall magnitude

of the creep response in shear.

3.4.3 45° Results

Figure 30 shows the longitudinal crecp response for the 45° off-axis tensile coupon at the initial
load level. Because of failure of many of the specimens at loads well below the ultimate loads ob-

served by Milkovich, et al. [16], the initial load level for the NR, IR, and NE specimens was at 4.20
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KSI and the initial load level for the IE condition was at 1.50 KSI. The plot is similar to the one
shown in Figure 26. The NR, IR results are fairly similar and the NE condition shows slightly
more creep than the room temperature results. The IE condition shows significantly more creep
and the recovery exhibits a large permanent strain. It should also be noted that the creep for the

IE condition does seem to level off quickly although the initial response is fairly steep.

Figure 31 shows the longitudinal creep response for the 45° tensile coupon at the initial load level
of 4.20 KSI for the NR, IR, and NE tests and the final load level of 3.75 KSI for the IE test. The
NR, IR, and NE results are the same as in Figure 30 but the IE results are again quite different
compared to the IE response at 1.50 KSI shown in Figure 30. The creep response of the IE
specimen is very close to the response of the other conditions. It is slightly greater than the NR,
IR, and NE conditions but it is still much less than the 1E creep response scen in Figure 30. The

recovery in this case exhibits little permanent strain.

Figure 32 and Figure 33 show the shear creep response in the material principal coordinate system
for the 45° off-axis tensile coupon at the same loads as in Figure 30 and Figure 31. These plots
show similar trends. The NR, IR, and NE results are nearly identical except for the clastic re-
sponse. The IE creep response is significant on the first loading and is much less on the final

loading. The recovery exhibits a large permanent strain after the initial loading and little permanent

strain after the final loading. Again it should be noted that the magnitude of the creep responsc in

shear is significant when compared to the creep response in the longitudinal direction.

3.4.4 90° Results

Figure 34 shows the longitudinal creep response for the 90° tensile coupon at a constant load of
1.21 KSI. This is the initial load level for all conditions. The NR, IR, and NI results are similar

except for the elastic response. The NE result does show slightly more creep. The IE results shows
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more creep than the other conditions but not to the extent seen in the off-axis tests. The recovery
for the IE and NE results appears to be approaching a final state below zeto strain. It actually does
proceed below zero before the test is completed. This will be discussed in Section 3.6.3. The NR
and IR recovery results appear to be in error since the strain is increasing rather than decreasing.

This will also be discussed in Section 3.6.3.

Figure 35 shows the longitudinal creep response for the 90° tensile coupon at a constant load level
of 2.42 KSI. This is the second loading for the NR, IR, and NE tests anc. the third loading for the
IE test. The creep response for the NR, IR, and NE results is again similar and here the IE creep
response more nearly approaches the response of the other conditions. The IE response is still
greater at 2.42 KSI but not as much as seen at 1.21 KSL. The recovery again seems to be headed
below zero for the elevated temperature results and in fact does go below zero before the test is

completed.

3.5 Linearity

In Chapter 4.0, it is assumed that the material used in this study behaves as a linearly viscoelastic
material. The conditions and importance of linearity will be discussed in that chapter. An exper-
imental method to check for linearity will be employed in this section for both the bulk resin and

composite results.

3.5.1 Linearity Verification

A commonly used method to detcrmine lincarity of a material is to corstruct isochronous stress-

strain curves where stress and strain values are plotted for a constant time value. As an example,
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a virgin specimen tested at different load levels will exhibit a response similar to the one in
Figure 36. Each curve corresponds to a separate specimen tested at the corresponding load level.
The stress and strain data at a given time value, when plotted on a stress-strain grid, should ap-
proximate a straight line. By taking different time values, a set of isochronous stress-strain curves
is obtained. The material is assumed linearly viscoelastic if the isochronous curves are linear. This

is illustrated in Figure 37.

In this study, a single specimen was tested at different load levels while allowing the coupon to re-
cover at the conclusion of each loading. For the NR, IR, and NE results, the recovery exhibited
relatively small permanent strains and it was assumed for the lincarity verification of these results

that each loading was as if on a virgin specimen.

3.5.2 Bulk Resin Linearity

The isochronous linearity curves for the bulk resin results are shown in Figure 38 through
Figure 40. The NR, IR, and NE results show linear behavior for all times. Isochronous curves
are drawn for 5 minutes, 30 minutes, 60 minutes, and 110 minutes. The linearity of the bulk resin
is essential in the analysis of Chapter 4.0. A discussion on the linearity of the IE results will be

presented in Section 3.6.2.

3.5.3 Composite Off-Axis Linearity

Isochronous linearity curves for the 10° off-axis results are shown in Figure 41 through
Figure 43. The NR, IR, and NE results show linear behavior for all times. Graphite fibers behave
as perfectly elastic and therefore linearity of the composite is totally dependent on the lineanty of

the resin matrix [28]. The linearity of the 10° off-axis tests verifies this assumption.
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3.5.4 Elastic Response

An additional verification of linearity is to evaluate the elastic response upon loading and unloading
of the specimen. If the elastic response upon loading is identical to the elastic response upon re-
covery, then linearity of the elastic response is confirmed. Table 4 through Table 7 show the
elastic response for the bulk resin, 10°, 45°, and 90° tests respectively. The elastic response for all
four load levels is given as the initial instantaneous elastic strain upon loading and the instantaneous
clastic strain upon recovery. The percent difference between these two values is given in the last
column. Dash marks in the tables indicate data that is not available from the test data generated.
As shown, the elastic responsc is within 2% in most cases and less than 5% for all cascs. This
confirms linearity of the elastic response for all conditions. Since the :lastic response is due to
stretching of primary bonds in the molecular structure, linearity of the elastic response suggests that

radiation and temperature do not affect primary bonds.

3.6 Discussion

3.6.1 Healing Effects

As mentioned in Chapter 1, radiation causes chain scission and can break off radicals from molec-
ular chains. These radicals will recombine over time and form cross-links. As the mobility of the
radicals is increased, the rate at which they will recombine also increases. When temperatures near
the T, are reached, these radicals will quickly recombine. This phenom.ena is called healing of the

epoxy resin and it can help us explain many of the test results obtained in this study.
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Table 4. Bulk Resin Elastic Response

Elastic Response

Bulk Resin Coupons

Instantaneous Instantaneous
Coupon Load Level Strain Strain % Change
Upon Loading | Upon Recovery
NR-BR 1 0.243 0.249 241%
2 0.477 0.484 1.45%
3 0.742 0.737 0.68%
4 0.994 1.005 1.10%
IR-BR 1 0.324 0.323 0.31%
2 0.575 0.573 0.35%
3 0.823 0.825 0.24%
4 1.096 1.098 0.18%
NE-BR 1 0.387 0.390 0.77%
2 0.742 0.738 0.54%
3 1.109 1.105 0.36%
4 1.489 1.503 0.93%
IE-BR 1 0.407 0.400 1.75%
2 - - -
3 - . -
4 - - -

Experimental Results

75




Table S. 10° Elastic Response

Elastic Response
10° Coupons
Instantaneous Instantaneous
Coupon Load Level Strain Strain % Change
Upon Loading | Upon Recovery
NR-10 | 0.062 0.062 0.00%
2 0.127 0.127 0.00%
3 0.197 0.197 0.00%
4 0.267 0.268 0.37%
IR-10 1 0.067 0.065 3.08%
2 0.129 0.129 0.00%
3 0.194 0.193 0.52%
4 0.259 0.260 0.39%
NE-10 1 0.059 0.057 3.51%
2 0.095 0.094 1.06%
3 0.130 0.132 1.52%
4 0.169 0.171 1.17%
IE-10 1 0.071 0.069 2.90%
2 0.107 0.105 1.91%
3 0.108 0.106 1.89%
4 0.139 0.140 0.71%
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Table 6. 45° Elastic Response

Elastic Response

45° Coupons

Instantaneous Instantaneous
Coupon Load Level Strain Strain % Change
Upon Loading Upon Recovery
NR-45 1 0.258 0.261 1.15%
2 0.369 0.372 0.81%
3 0.477 0.488 2.25%
4 ; . -
IR-45 1 0.252 0.248 1.61%
2 0.347 0.348 0.29%
3 - - .
4 . . .
NE-45 1 0.224 0.217 3.23%
2 0.351 0.353 0.57%
3 0.412 0.403 2.23%
4 . . -
1E-45 1 0.100 0.096 4.17%
2 0.121 0.120 0.83%
3 0.147 0.140 5.00%
4 0.169 0.160 5.63%
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Table 7. 90° Elastic Response

Elastic Response

90° Coupons

Instantaneous Instantaneous
Coupon Load Level Strain Strain % Change
Upon Loading | Upon Recovery
NR-90 1 0.083 0.080 3.75%
2 0.163 0.160 1.88%
3 0.246 0.245 0.41%
4 0.327 0.327 0.00%
IR-90 1 0.081 0.078 3.85%
2 0.157 0.161 2.48%
3 0.250 0.247 1.22%
4 0.336 0.333 0.90%
NE-90 1 0.106 0.104 1.92%
2 0.202 0.201 0.50%
3 0.301 0.298 1.01%
4 0.338 0.335 0.90%
1E-90 1 0.112 0.111 0.90%
2 0.140 0.143 2.10%
3 0.200 0.202 1.00%
4 0.235 0.236 0.42%
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The IE results in all cases seem to bear out this healing effect. As shown, the first loading always
exhibited the greatest creep behavior while subsequent loadings exhibited a relative decrease in the
creep behavior. Additionally, the recovery data shows large permanent strains. At + 250 °F, the
broken chains in the epoxy are quite mobile and will slide, twist, and uncurl rapidly. Also at this
temperature, radiation induced radicals in the epoxy are quite mobile and begin to recombine. As
the specimen is strained, the radicals are moved and form new cross-links in the strained condition.
Cross-linking in this fashion is an on-going process. Upon recovery, the epoxy is in a different state
than when the load was applied. In this state, more cross-links now exist, many of which were
formed in the strained state. This would create apparent permanent strain in the specimen. Upon
subscquent loadings, the structure is more cross-linked, more rigid, and more resistant to crecp.
This would explain the decrease in creep behavior and the decrease in permanent strains seen upon

subsequent loadings.

To verify this healing effect, some additional tests were run. Since cross-links are continually being
reformed in the IE condition, some irradiated 10° specimens were tested after being pre-soaked at
+ 250 °F for varying amounts of time. Figure 44 shows the creep response of these tests. As
shown, the longer the specimen is exposed to + 250 °F, the less creep behavior is seen. After eight
hours at + 250 °F, the creep response of the 10° off-axis specimen is approaching the NR creep
response of the material. This suggests that healing is taking place while the temperature is held
at +250 °F.

The linearity of the elastic response for the IE condition coupled with the healing of the time-
dependent response suggests that radiation is only affecting secondary bonds of the epoxy network.
It also suggests that the healing process is only concerned with secondary bonds and does not affect
the primary bonds of the structure. Upon loading, the stretching of primary bonds is instantaneous
and is evidenced in the elastic response of a test specimen. Twisting, uncurling, and sliding of sec-
ondary bonds is time-dependent and is evidenced in the viscoelastic response of a test specimen.
Radiation and healing seem to affect only the viscoelastic response of the tested specimens and not

the elastic response.
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3.6.2 IE Linearity

Because of the healing process, the evaluation of linearity in the IE bulk resin is a complicated task.
Viscoelastic linearity, as it has been assumed in this study, is dependent on stress, strain, and time.
The healing process appears to be dependent on temperature and pre-soak time, both of which are
parameters not commonly associated with linear viscoelasticity. These additional parameters in-
troduce apparent nonlinearities into both the IE bulk resin response and the IE composite response.
The healing process constantly changes the state of the material. Since viscoclastic linearity is a
material property, as the material changes through healing, so does the linearity of the material.
This manifests itself as apparent nonlinearity of the material. Although the IE material may be

linear at any given time, linearity in the general sense cannot be assumed for this condition.

3.6.3 90° Recovery Discussion

'T300/934 graphite epoxy is a + 350 °F cure epoxy system. Upon curing, cross-linking occurs at
+ 350 °F to make the epoxy a rigid structure. Upon cooling, the epoxy in an unconstrained state

contracts isotropically while the unconstrained graphite fibers expand slightly in the longitudinal

direction. Because of constraints present in the composite, tensile residual stresses in the fiber di-
rection are present in the matrix and compressive residual stresses in the fiber direction are present
in the fibers. The residual stresses in the fiber and matrix increase as the graphite/epoxy composite
is cooled from + 350 °F. In other words, the residual stresses in the composite at room temperature
would be greater than the residual stresses at + 250 °F. This phenomena may explain the differ-
ences in the recovery responses of the 90° room temperature coupons and the 90° elevated tem-

perature coupons.

Tensile residual stresses in the fiber direction that are present in the room temperature

graphite/epoxy material can be quite significant. A typical graphite/epoxy composite may have
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tensile residual stresses in the matrix as high as 80-90% of the ultimate strength of the epoxy resin
[34]. Upon applying a tensile load to a 90° specimen, fibers and matrix contract transversely in
accordance with the composite Poisson’s response. Under uniaxial lozding, the unconstrained
matrix would contract more than a transversely loaded, unconstrained graphite fiber. Due to con-
straints in the composite, however, tensile residual stresses in the matrix in the fiber direction are
further increased. In a room temperature composite, this increases the already significant tensile
residual stresses in the matrix which may then become high enough to cause damage in the epoxy.

Damage would restrict the recovery of the coupon.

At +250 °F, tensile residual stresses in the fiber direction that are present in the matrix would be
quite small. These tensile residual stresses in the matrix at +250 °F will be on the order of only
20-30% of the ultimate strength of the epoxy resin [34]. Applying a tensile load to a 90° specimen
would create a tensile load in the matrix in the fiber direction. Since tensile residual stresses in the
matrix are minimal to begin with, residual stresses caused by uniaxial loading would not be signif-
icant enough to cause damage and the epoxy would creep in the direction of the tensile residual
stress. Any permanent strain resulting from the creep of the epoxy would manifest itself in an in-
creased width of the specimen. An increased width of the specimen would create a decreased length
in accordance with the Poisson’s response. This can explain the recovery dipping below zero for

the elevated temperature results.
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4.0 Analytical Model

This chapter will discuss the formulation of the analytical prediction tool developed in this study.
‘The goal of the analytical formulation was to modify existing micromechanical models, now for-
mulated to predict elastic response, to have the capability to predict viscocelastic response as well.

This modification is accomplished by use of the Correspondence Principle.

A discussion of linear viscoelasticity and the principles behind it will first be presented along with
a discussion of the Correspondence Principle and its application to problems in linear
viscoelasticity. The micromechanics models will then be presented and discussed in addition to
how the Correspondence Principle can be applied to these models. A discussion will follow on the
viscoelastic modeling of the matrix and how the various viscoelastic parameters to be used with the
model formulation were evaluated. This chapter will end with a presentation and discussion of

sample results obtained from this predictive model formulation for glass reinforced epoxy.
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4.1 Linear Viscoelasticity

For a perfectly elastic material, the stress and strain is related by Hooke’s Law. This law states that
o5 = Ejri e 4.1
or,

sij = I)Ukl Okl (42)

where o, and ¢, represent the stress and strain respectively. E,,, is known as the elasticity tensor
and Dy, is known as the compliance tensor. A perfectly elastic material is characterized by stresses

and strains that are not dependent on time.

The response of a viscoelastic material is not only dependent on the present state of body forces
and surface tractions, but also on the entire history of such forces. Linzar viscoelasticity is con-
cerned with materials whose time-dependent displacements and strains are small and can be super-
imposed in time according to the Boltzmann superposition principle. Assuming a homogeneous
material and a stress and strain field that are not space dependent, the Boltzmann superposition

principle states that

! de
o) = f Cyut (t— r)—dTﬂ dr (4.3)

or,

! de
gylt) = _[ Syt (8 — T)Trkl- dr (4.4)
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where the C, (¢) and S, (?) are response functions which define the given material behavior. The

Ciyn (1) are known as the relaxation moduli and the S,,, (f) are known as the creep compliances.

'The same symmetry conditions hold for these tensors as for the corresponding clastic tensors. In

order to determine these functions, we proceed in the following fashion. First define a step function

strain such that
o
e(t) = e H(1)

where

is defined as the unit step function.

The derivative of 11(t) is the delta function 6(¢) defined as

0 >0
&)=
1 ¢t=0

Inserting (4.5) into (4.3) gives
oy (0) = Cyp () ey
Similarly, imposing a step function stress
o (1) = oy H(0)
results in
ey () = Sy (1) oy
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Equations (4.8) and (4.10) provide a convenient experimental method to determine C, (¢) and
S,x (1) To determine the creep compliance Sy, (?), for example, a step function stress is applied.
By monitoring the strain ¢, (f) as a function of time and dividing through by the stress level 6%, , the

creep compliance Sy, () is evaluated. A similar procedure is followed in evaluating the relaxation

i

moduli Cj, (1) .

In the laboratory, measurements can only be made when the experiment begins, which leads to the

assumption

0 t<0
g (— 00, 1) = (4.11)

SU(I) tZO

This expression contains a discontinuity at ¢ = 0 which gives
g (— oo, 1) = ¢ (0) H() + ¢ (1) 4.12)

where ¢’;; is continuous and vanishes for t <0. The derivative of the strzin is therefore

_cf_"f_'- = ¢;: (0)6(¢) + __de'ij 4.13)
Y dt
Inserting this into (4.3) we get
! de
00 = Cya O eaa 0+ | Gt =) d @14
0+
Taking the same approach with a suddenly applied stress gives
d do
81] (t) = Sl'jk[ (t) Ot (0) + J Sljkl (t - T) d‘f[ d‘l’ (415)
0+
Equations (4.14) and (4.15) can be simplified by writing
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; d
oy ()= J Cyra (1 — ﬂ—%—’- d (4.16)
0

do

t
eij(t)=LS,-jkl(t—‘r) d"’ dr (4.17)

T

assuming that these integral expressions take jump discontinuities into account.

4.2 Correspondence Principle

4.2.1 Laplace Transform Conversion

The Laplace transform is a useful tool in the field of viscoelasticity. The Laplace transform of a

function ¢(¢) is defined as:

LIo0] =5 () = jo T gt (4.18)

The convolution theorem is also useful here. The convolution of the Laplace transform is

sf[ [Cea-9 w(r)dr] =376 @.19)
0
The Laplace Transform of a derivative is

¢ -
< [—dt—] =54 (5) — ¢(0) (4.20)
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Using these expressions with ¢(0) =0 and taking equations (4.16) and (4.17) and the Laplace

transforms of each gives
5 (5) =5 Cyypy () Ty (8) (4.21)

T (8) = 5 Syt (5) Taa (5) (4.22)

It can be seen from relations (4.21) and (4.22) that if it is allowed that

5 Cyir (9) = Ty ) (4.23)
5 Sy (5) = K (5) (4.29)
then
Ty () =Tyt () T (5) (4.25)
2y () = Ky (5) 511 (5) (4.26)

These equations are similar to an elastic stress-strain law. Iy, () and K, (s) are known as the

transform domain moduli and compliances respectively.

4.2.2 Boundary Value Problems

Now consider a viscoelastic body in the presence of body forces. Ignoring the inertia terms, the

equilibrium equations are

oy, j(x, )=0 (4.27)
To obtain the differential equations for the displacements, substitute (4.16) into (4.27) to get
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ox, iOx gl

The boundary conditions on the surface S can be of the type

f ouy, (x, 1
J- C,jk,(zq)-—"(7T ) d{l:() (4.28)
0

w(SH=u onsS, (4.29)
T,(S0=T on Sy (4.30)

where S, denotes the part of the surface over which the displacements are prescribed and S denotes
the part of the surface over which the tractions are prescribed. If the body is heterogeneous then

(4.29) and (4.30) must be satisfied in each phase and the additional boundary interface conditions

Y (l ’ t)

} continuous on Sy gprace 4.31)
Ti (5’ )

will be imposed where S,,,.., denotes all interface boundaries.

This boundary value problem is quite complicated in the space-time domain. If, however, the
transforms of equations (4.28) through (4.31) are taken to the Laplace transform domain, the

problem becomes

s Cypyty =0 (4.32)
u(S,s)=u onS, (4.33)
TES)=T onSp (4.34)

4 (X, 5) '
_ continuous on Siyerface (4.35)
Ti(x 9)

where
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Ti= 5 Cyia tg ™y (4.36)

Examination of equations (4.32) through (4.36) shows that these equations are analogous to a for-
mulation of an elasticity problem if the transform domain moduli s Z’,j,(, =T, assume the role of
the elastic moduli. A convenient method of solving linear quasi-static viscoelastic problems,
therefore, is to solve the associated elastic problem, substitute in the transform domain moduli for
the clastic moduli, and obtain the transforms #(x, s) and @,(x, s) of the viscoelastic solution. In-
version of the Laplace transform then gives the viscoelastic solution. This is known as the Corre-

spondence Principle [35].

4.3 Micromechanical Models

Since the advent of composite materials, scientists and engineers have attempted to develop effective
methods for predicting their properties. Since composites are generally composed of two separate
materials whose material properties are known, it seems advantageous to develop models to predict
properties of the composite using the properties of the individual constituents. This would allow
the designer to look at many different combinations of materials to find the one that best meets his
needs. The study dealing with this subject is that of micromechanics. The basic goal of micro-
mechanics is to model a “representative cell” consisting of, in the case of continuous fiber reinforced
composites, a single fiber and the surrounding matrix material. 'The objective is to analyze the
representative cell with the implication that this cell is “representative” of the total composite.
Micromechanics can not only be useful as a predictive tool but can also help us understand com-

posites at the “micro” scale of a single fiber.

Two micromechanical models that are being used today will now be discussed. The Composite

Cylinder Assemblage (CCA) model proposed by Hashin [36] will first be discussed. The Composite
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Cylinder Assemblage model is widely accepted in the field today. A relatively new model proposed

by Aboudi {37] will also be discussed.

4.3.1 Hashin Model

Hashin [36] developed a micromechanical model called the Composite Cylinder Assemblage (CCA)
model. This model assumes that the composite can be modcled as a single cylindrical fiber sur-
rounded by a matrix sleeve. This is shown in Figure 45. The fiber volume fraction is used in this
model to calculate the ratio of the fiber radius to the matrix sleeve radius. Different sizes of these
composite-matrix cylinders with the same radii ratios can be assembled to fill up the free space and

model the total composite. Figure 46 shows the composite cylinder assemblage.

If we make these assumptions, the problem of determining the properties of a continuous fiber re-
inforced material reduces to that of solving the much simpler problem of a single composite cylinder
as shown in Figure 45. The single composite cylinder with the given radii ratio is considered a

representative cell. This turns out to be a fairly simple boundary value problem. The details of this

problem along with the solutions can be found in Hashin [36].

This boundary value problem can give us exact solutions of the model for the longitudinal Young's
modulus (£,;), the Poisson’s response (£,,), and the axial shear modulus (G,,). Due to the geometry
of the composite cylinder, however, exact solutions of the model for the transverse properties of the
composite cannot be formulated. As a result, the Hashin model resorts to energy methods to give
upper and lower bounds for the transverse Young's modulus (£,;), and the transverse shear
modulus (G,). In order to completely characterize a transversely isotropic composite, all five

properties must be evaluated.

Analytical Model 91



Figure 45. Single Composite Cylinder
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Figure 46. Hashin Composite Cylinder Assemblage Model:
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4.3.2 Aboudi Model

The Aboudi [37] model is based on a repeating unit cell consisting of a square fiber embedded in
a matrix phase which is divided into three subcells. A representation of the repeating unit cell is
shown in Figure 47. A first order displacement expansion is employed in each of the subcells in
the course of calculating the effective elastic properties. Continuity of tractions and displacements
across the boundaries of the individual subcells of the representative volume element is imposed in
an average sense. Closed form expressions have been derived which relate the overall applied
stresses to the stresses in the fiber phase and the individual subcells of the matrix phase. This, in
turn, allows generation of the effective elastic response of the composite under arbitrary loading in
a straight-forward fashion {37-40]. Due to the geometry of the Aboudi model, an exact formulation
for the transversc moduli (E,,, Gy) is obtained. This is in contrast to the Hashin modcl with gives

upper and lower bounds for the transverse moduli.

4.4 Application of Correspondence Principle

A micromechanical model predicts the elastic moduli of a composite in terms of the elastic moduli

of the individual constituents. Taking the tensor elastic modulus Cj; as an example,

Chi=8(Clg, Cip) (4.37)

where f denotes fiber properties and m denotes matrix properties. Since micromechanical models
are boundary value problems of the type discussed in Section 4.2.2, the Correspondence Principle
may be employed to predict the viscoelastic response of a composite consisting of linearly
viscoelastic phases. To use this principle we must substitute the transform domain constituent

moduli into the elastic solution. Doing this gives
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Figure 47. Aboudi Micromechanical Model: [37]
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sC=2(Cg, sCp) (4.38)
Now dividing through by s gives
Cii=+86 T sCop) (439

The Laplace transform of the composite modulus is now given as a function of s, the Laplace
transform variable. Inverting this expression back into the time domain gives the time domain
viscoelastic solution of the micromechanical model. These expressions for the composite moduli
in the Laplace transform domain are quite complicated and simple methods for inverting the
Laplace transform are difficult to use in this case. A numerical technique developed by Bellman
[41] gives a fairly simple procedure for inverting the Laplace transform assuming that the time do-
main function is smooth. Since the viscoelastic response of a material is an assumed smooth

function of time, this method works quite well.

Bellman uses Legendre polynomials to invert a known function of s to its corresponding function
of time. The result of this formulation is a matrix that when multiplied by the values of the Laplace
transform function at given values of s gives the desired result. A more detailed description of this

formulation is given by Bellman [41] and in Appendix A.

4.5 Matrix Modeling

In order to determine the viscoelastic properties of the composite, the viscoelastic properties of the
constituents must be determined. Assuming that the fibers are perfectly elastic, an effective way to
model the matrix is all that is needed. Two models are used here. The first model is the Power-

Law model and it assumes that the viscoelastic response can be modeled as a constant compliance
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term plus a power law expression in t. The isotropic creep compliance, S(¢), for the Power-Law

model is given by
S() =D, + Ct" (4.40)

where D, is the initial elastic compliance, C and n are measured parameters, and ¢ is time. A

graphical representation of this viscoelastic model is given in Figure 48.

The second model is a Four-Parameter model. This is a mechanical model consisting of springs
and dashpots. The model has a Kelvin clement in parallel with a Maxwell element as shown in

Figure 49. The isotropic creep compliance, S(¢), for the Four-Parameter model is given by

S(t) =-1 + Ill—(l — e+ (4.41)

1
E

where

a=HL (4.42)

Since the epoxy matrix which will be modeled in this study is isotropic, these isotropic creep com-
pliances are all that is needed if it is assumed that the Poisson’s ratio remains constant with time.
From the experimental results, this assumption was shown to be valid and was therefore used in

this study.

In order to use the Correspondence Principle, the Laplace transforms of the creep compliances will

be needed. For the Power-Law model,

CT(n+1)

- D
59 = D2+ CT0 (84
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Figure 49. Mechanical Representation of Four-Parameter Model
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where I'(n + 1) is the Gamma function for (n+ 1). Values for the Gamma function can be found

in [42].

For the Four-Parameter model,

(/Ey)  (UE) _ (/E) . (ko)

5 5 s+4 2

S(s) = (4.44)

Since the two micromechanical models are calculated in terms of moduli rather than compliances,

S(s) is converted to C(s) , the Laplace transform of the relaxation modulus, by

Cl)=—% (4.45)
$°5()

4.5.1 Parameter Evaluation

In order to use the previously outlined micromechanical models, the parameters to be used in either
the Power-Law model or the Four-Parameter model must be evaluated. The methods used in this

study to determine the needed parameters are outlined below.

For the Power-Law model, the creep compliance is
S(t) = Dy + Ct" (4.46)

Subtracting the elastic compliance from the creep compliance gives the portion of the creep com-

pliance which is time-dependent. This will be called B(1) such that
Bty=Ct" (4.47)
Taking the base 10 logarithm of both sides gives
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log B(f) =log C+ nlogt (4.48)

In the above expression, log B(f) can be seen as a linear function of log t. The experimental data
normalized with respect to stress level gives the creep compliance. Subtracting the elastic compli-
ance from the creep compliance and plotting the base 10 logarithm of this function versus the base
10 logarithm of time should approximate a straight line. The slope of this line gives us the exponent
n. Choosing any point on the line and using its coordinates gives the solution for log C which
completes the determination of the two unknown parameters C and n. This process is illustrated

in Figure 50.

For the Four-Parameter model, the evaluation of the unknown parameters is somewhat more ar-
bitrary. Many combinations of the unknown parameters can yield a satisfactory solution.
Choosing a method is therefore more important for the sake of consistency than for accuracy. The

method used in this study is outlined below.

The creep compliance for the Four-Parameter model is

-/lt)

_ T _t
S()=—+ El(l e ) + 4 (4.49)

€1
Ey
The spring constant £, is simply the elastic modulus of the material. This value was evaluated from
the initial elastic response of the matrix. The elastic compliance was subtracted from the compli-

ance at ¢t = 2 hours and multiplied by (1 — 1/e). Adding this to the elastic compliance results in a

value hereafter called S, defined as

1
St = (Saprs — elastic) (1 — ?) + Sela.\'tlc (4.50)

The value of time at that value of the compliance (.S,) was taken as the time constant r = —'11— This

is shown in Figure S1. To solve for £, and g, values of the compliance at ¢ = 30 min and
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t = 2 hours were taken and inserted into equation (4.49). This yields two equations in the two un-

knowns E, and u, These equations are easily solved.

4.6 Program Verification

A FORTRAN code known as MICVIS has been written for the MICromechanical VIScoelastic
formulation explained in this chapter. The User’s Guide to MICVIS can be found in Appendix
B. To check the validity of the program, readily available data from glass reinforced epoxy was used

with the program [43]. The input parameters were as follows:

o F =0.563 MSI

e C =.0.188 1/MSlI-sec
e n =0.31

o E =4.37 MSI

o ] =(.641 1/sec

* =392.5 MSI-sec

The glass fiber properties are as follows:

. E =12.4 MSI
° v& = 020
.« G =5.17 MSI

To verify the program, the transform domain moduli of the matrix were input into the program for
not only the matrix, but for the fiber also. In this case, only the isotropic matrix is being modeled.

The creep compliance on output from MICVIS should be the same as the creep compliance of the
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matrix on input. As shown in Figure 52 and Figure 53, the results from both the Aboudi and

Iashin models and the input values are identical.

The case for the viscoelastic epoxy matrix and the perfectly elastic glass fibers was then investigated.
The glass fibers were assumed isotropic although this model can accommodate transverscly
isotropic fibers. The resulting compliances (S,) are plotted against time in hours. Plots are shown
in Figure 54 through Figure 58 for the five independent compliances of the composite, Sy, , S,

Sy, S » and Sg; where

* Su=1/E,
o Suy=-v,lEy

* Sp=1E,
* Su=1/Gy
i Sss= 1/G12

A comparison between the Aboudi and Hashin modecls is given in these figures. These comparisons
show the differences in the predictions of the two models under the same conditions. The two
models give nearly identical predictions for S, and S|, and the models differ only slightly for S.
The predictions for S,, and S, give the bounds of the Hashin model. As shown, the Aboudi model

prediction lies between the Hashin bounds.

It should be noted that the use of the Correspondence Principle has been mathematically proven
for the exact values of moduli, namely E,, , v,, and G,,. Difficulty arises, however, when one deals
with the bounds on E,, and G,; . Christensen [44] concludes that the Correspondence Principle

will only give the correct bounds on the viscoelastic response under the following conditions:

¢ A perfectly elastic fiber
®  An isotropic viscoelastic matrix

e A time-independent Poisson’s ratio for the matrix
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Figure 52. MICVIS Aboudi Model Prediction and Exact Value
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In this example, all of these conditions are met.
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5.0 Experimental-Analytical Correlation

This chapter compares the predictions of the analytical model developed in Chapter 4.0 with the
experimental data presented in Chapter 3.0. Elastic and viscoclastic propertics are evaluated for
both the T300 graphite fibers and the 934 epoxy resin. These properties are then used in MICVIS
to predict the viscoelastic response of the graphite/epoxy composite under the various conditions

tested. These predictions are compared with the experimental data.

5.1 Matrix Modeling

The bulk resin results were modeled using both the Power-Law and Four-Parameter models de-
scribed in Section 4.5. As shown in Section 3.5, the NR, IR, and NE results are very nearly linear.
The IE results for the initial loading were modcled using both the Power-Law and Four-Parameter
model, although linearity cannot be assumed. Plots showing the model approximations to the ex-
perimental data are shown in Figure 59 through Figure 62. Both models do reasonably well in
approximating the experimental data. The Power-Law model seems to do the best job in fitting

the NR, IR, and NE results. The Four-Parameter model scems to do the best job in fitting the 1
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results. Table 8 shows the parameters used for the various models. It should be noted that the
power-law exponent, n, evaluated for the NR condition is the identical exponent evaluated by Hicl

and Brinson [45] in their study on the creep behavior of 934 resin.

5.2 Model Comparison

In this section, comparison between the model predictions and the experimental data is presented.
The results are given for compliance vs. time where the experimental compliances are computed
by taking the experimental strains and dividing by the stress level. The results from the second
loading were used for the NR, IR, and NE compliance calculations. The results from the initial

loading were used for the IE compliance calculations.

5.2.1 Back Calculation

Isotropic fibers such as glass and boron have measurable properties. Transversely isotropic fibers

such as graphite, on the other hand, have properties that are difficult to experimentally measure.

The fiber elastic properties for graphite fibers, therefore, were determined by back calculation
through the Aboudi micromechanical model. In the case of transversely isotropic fibers, this is an
acceptable method for determination of the fiber elastic properties [34). Composite properties and
bulk resin properties determined from experiment were used to calculate the fiber elastic properties.
The composite and bulk resin properties for each condition are shown in Table 9. Appendix C
shows the comparison of these elastic values with results obtained by Milkovich, et al. [16], Reed,
et al. [23], and Fox, et al. [26]. For the composite properties, the axial Young’s modulus and axial
Poisson’s ratio were taken from the 0° tensile test, the transverse Young’s modulus was taken from

the 90° test, and the axial shear modulus was taken from the 45° off-axis test [46).
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Table 8. Linear Viscoelastic Model Parameters

Viscoelastic Parameters
Four-Parameter Model
Condition Eo (MSI) E; (MS]) A (1/sec) po (MSl-sec)
| NR 0.654 6.407 0.222 2208.0
IR 0.870 11.561 0.118 3463.0
NE 0.488 2.940 0.091 1113.0
IE 0.461 0.256 0.019 108.1

Viscoelastic Parameters
Power Law Model
Condition Dy (1/MSI) C (1/MSI-sec) n
NR 1.53 0.093 0.17
IR 1.15 0.054 0.17
NE 2.05 0.173 0.20
IE 2.17 0.196 0.66
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Table 9. Composite and Bulk Resin Properties

Composite Properties

Condition
Property NR IR NE IE
Axial Modulus (MSI) 18.55 18.01 19.55 19.53
Axial Poisson’s 0.399 0.361 0.400 0.400
Transverse Modulus (MSI) 1.60 1.46 1.14 1.16
Axial Shear Modulus (MSI) 0.792 0.880 0.687 0.650
Bulk Resin Properties
Condition
Property NR IR NE 1E
Axial Modulus (MSI) 0.654 0.870 0.488 0.461
Axial Poisson’s 0.311 0.407 0.317 0.328
Axial Shear Modulus (MSI) 0.225 0.309 0.185 0.174
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Fiber properties were backed out for each condition and the corresponding fiber elastic properties
are shown in Table 10. It can be seen that the fiber properties vary somewhat under the various
conditions. Reed, et al. [28] did show that radiation does not affect the axial modulus of the
graphite fibers. The significant differences in the backed out fiber properties between the various
conditions are most pronounced for the axial shear modulus and the transverse modulus. These
variations may indicate changes in the axial shear and transverse modulus of the graphite fiber cr
may also be an indication of changes in the fiber-matrix interface under conditions of radiation and

temperature.

Fiber properties were also backed out from the Hashin model. These fiber properties are also given
in Table 10. 'I'wo properties are given for the transverse modulus to correlate with the upper and
lower bounds for the transverse properties given by the Hashin model. The back calculated fiber
properties from the Hashin model are different from the back calculated fiber properties of the
Aboudi model. It is interesting to note that the back calculated value for the fiber transverse
modulus from the Aboudi model does not fall between the fiber transverse modulus as calculated
from the Hashin model. There also exists large differences in the fiber axial shear modulus obtained

from the two models.

The problem with using the fiber properties from the Hashin model is deciding which bound to
use for the transverse modulus. As shown in Figure 54 through Figure 58, the bounded solutions
from the Hashin model follow fairly similar trends. Choosing a particular bound to use in the
experimental-analytical correlation may indicate a proper trend but give no information on the
proper elastic response. This is obviously a critical parameter to be evaluated. We don’t encounter
this problem with the Aboudi model. Due to the difficulties associated with the Hashin bounds,

the model comparison to follow is done only for the Aboudi model.
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Table 10. Backed Out Fiber Properties

Backed Out Fiber Properties (Aboudi)
Condition
Property NR IR NE IE
Axial Modulus (MSI) 29.42 28.38 31.09 31.07
Axial Poisson’s 0.443 0.330 0.450 0.443
Transverse Modulus (MSI) 3.67 1.75 2.15 243
Transverse Poisson’s 0.05 0.05 0.05 0.05
Axial Shear Modulus (MSI) 6.40 2.78 9.89 9.89

Backed Out Fiber Properties (Hashin)
Condition
Property NR IR NI IE
Axial Modulus (MSI) 29.42 28.38 31.09 31.07
Axial Poisson’s 0.443 0.330 0.450 0.443
Transverse Modulus UB (MShH 2.71 0.83 1.10 1.30
Transverse Modulus LB (MSD 1.56 0.82 0.87 0.93
Transverse Poisson’s 0.05 0.05 0.05 0.05
Axial Shear Modulus (MS]) 4.05 2.39 4.70 4.60
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5.2.2 Experimental-Analytical Correlation Results

Figure 63 through Figure 67 show the experimental-analytical correlation for the NR and NE
conditions. Since the NR and IR results are nearly identical for all cases, only the NR
experimental-analytical correlation is detailed in the following figures. The instantaneous elastic
responses of the 90° results and the 45° shear results agree exactly since the composite elastic
properties used for back calculation were taken from these tests. For the 10° off-axis shear result,
an crror from the experimental results is present. Pindera and Herakovich [46] observe that the
measured shear strain in a 10° off-axis test is influenced by constraints resulting from the grips.
The calculated error for the 10° tests with an aspect ratio of 8 used in this study is approximately
40%. This correction was made in the comparison of the 10° shear results. The 10° longitudinal
results shown in Figure 63 compare favorably with the model and the 10° shear results in
Figure 64 show good correlation when the Pindera-Herakovich correction is made. The 45° lon-
gitudinal results in Figure 65 correlate well except for a slight difference in the magnitude of the
elastic response. The 45° shear results in Figure 66 correlate well where no correction factor was
used. The 90° results in Figure 67 also compare well with the model. The transverse response is
critical in the formulation of micromechanical modcls and it is shown that the Aboudi model pre-

dicts the elastic and viscoclastic response quite well.

5.2.3 1E Results

As discussed in Section 3.6.2, linearity of the IE response cannot be assumed due to the healing
process. The analytical model developed in Chapter 4.0 assumes linearity of the viscoelastic mate-
rial. Disregarding this fact, however, the initial response of the IE bulk resin test was modeled using
the Power-Law and Four-Parameter models. Using the results for the Power-Law model in

MICVIS, the IE composite viscoelastic response is predicted. Sample comparisons with the various
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tests are shown in Figure 68 through Figure 70. The 10° longitudinal results in Figure 68 show
a reasonable correlation between experiment and the analytical model although it is not as good a
correlation as seen for the NR and NE results. The 45° shear results in Figure 69 show a less ac-
curate correlation between theory and experiment. The 90° longjtudinal results in Figure 70 show
a very poor correlation. In this case, the model significantly over-predicts the experimental result.
The poor correlation may be due to the healing process which introduces complications in the as-
sumption of linear viscoelasticity. The poor correlation may also be an indication that the rate of

healing in the bulk resin is different than the rate of healing in the composite.
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6.0 Conclusions and Recommendations

The results of this study indicate that electron radiation has a significant effect on the time-
dependent response of T300/934 graphite/epoxy at +250 °F, a temperature very near the glass
transition temperature of the irradiated composite. Radiation-induced chain scission of the epoxy
network allows for increased chain mobility near the glass transition temperature. Chain mobility
increases the viscoelastic behavior of the composite and also permits free radicals and ionic centers
broken off from molecular chains during irradiation to recombine and form cross-links. Over time,
this recombination or healing restricts further chain mobility and therefore decreases subsequent

viscoelastic behavior of the composite.

The following list summarizes the significant conclusions of this study.

e Radiation has little effect on the creep response of T300/934 graphite/epoxy at 72 °F.

e Radiation has a significant effect on the creep response of T300/934 graphite/epoxy at + 250
°F.

¢ Healing of radiation induced chain scission in the 934 resin structure is observed at +250 °F.
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Only the the time-dependent behavior of the irradiated composite at + 250 °T is affected by
healing. The elastic response is lincar with time. 1t is hypothesized that radiation and healing
affect only secondary bonds in the epoxy molecular network and that these conditions have

no cffect on the primary bonds of the molecular structure.

Trends in the creep response of the bulk 934 resin are similar to the creep response of T300/934

graphite/epoxy under various conditions of temperature and radiation exposure.

Creep is most pronounced in off-axis orientations of unidirectional T300/934 graphite/epoxy

where a 1-2 shear stress is present.

The micromechanical approach to viscoelasticity formulated in this study gives accurate pred-
ictions of the viscoelastic response for unidircctional fiber reinforced composites. The model
correlates best with linearly viscoelastic behavior with relatively small creep strains. The model

breaks down for the IE response when healing is present.

The following list outlines recommendations for further work in this area.

Further evaluate the healing process in the irradiated 934 epoxy resin. Stress, temperature, and
time dependence of healing effects need to be quantified by conducting additional tests under

various conditions of the above parameters.

Model the healing process to better predict the time-dependent response of the IE condition.

Modify MICVIS to incrementally predict nonlinear viscoelastic behavior of fiber reinforced

composite materials.

Implement the Correspondence Principle with the Bellman Method to predict viscoelastic be-

havior of additional composite configurations such as laminates and tubes.
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Appendix A. Bellman Method

As discussed in Section 4.2, use of the Correspondence Principle can lead to a wide range of
viscoelastic solutions from the corresponding elastic solutions. The difficulty arises in inverting the
given expression in the Laplace Transform domain to the time domain. Except for very simple

problems, the function
5(5) = s Cyes) E1lS) (4.1)

will be a very complicated function of s. Inverting this is difficult and thus an approximate means
of inverting these expressions to the time domain is typically employed. A method proposed by

Bellman [41] has been chosen in this investigation. It is briefly outlined below.

A function u(t) is desired such that

F(s)= I <>°e““u(z)dt (4.2)
0

where F(s) is a known function of the Laplace transform variable s. First, the integral in (A.2) is

expressed as a finite sum of the form

Appendix A. Bellman Method 140



b N
J S)dx = \,I_Jw, Sx) (1.3)
a i=1

where f{x)) are values of the function f(x) at the points x, and w; are the corresponding weight fac-

tors.

The next step is to express the function f(x) as a finite sum such that

N
fo) = bPy(x) (4.4)
k=0
where P(x) are some known functions of x. The choice of Py(x) is the key here. Choosing P,(x)
to be the Legendre polynomials of order k which are orthogonal polynomials helps to solve ﬂ'lc

problem. On the interval [ —1,1] this orthogonality condition states that

1
J. P,Pdx=0 m#n (4.5)
-1

I 2 _ 2
J._IP,,(x)dx = (2—’1_:—1')— (A6)

Multiplying the function f(x) by P(x) and integrating from [ —1,1] gives

1

N
f 1 S P()dx = [Zbkl’k(x)l’,(x):ldx (4.7)
-1

= k=0

By the orthogonality condition of (A.5) and (A.6) this reduces to
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1 1
A)P(x)dx = by I P} (x)dx (4.8)
-1 -1
This gives

1
b= (2[; I)J. AX)PAx)dx (4.9)
-1

Assuming now that the integration in (A.3) is evaluated on the interval [ —1,1] gives w; and x;. It
is required that (A.3) be exact for any polynomial of degrec less than or equal to 2N - 1 by a pro-

cedure proposed by Gauss.

Letting f{x) = x*Py(x) in (A.2) gives

) N
J' **Py(x)dx = ) wyxfPyfx) (4.10)
- i=1
Fork < N,
'k
J x"Pp(x)dx =0 (4.11)
This results in
N
Zw,- X Py =0 (4.12)
i=1

For (A.12) to hold true, assuming that the x; are distinct and the w; are non-zero, the x; must be

the zeroes of Py(x). The zeroes of a Legendre polynomial are distinct.
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To determine the weight factors, w, , let the function f(x) in (A.3) be

fir) = — 1)

ROV
It can be seen that
fx)=0 j+#i
Ax)=1 j=i

Substituting this into (A.3) gives

1
_ Pp(x)
" J = 2)P %)

(4.13)

(4.14)

(4.15)

Using (A.15) gives a solution for u(f) in (A.2). First, a change of variables is performed in (A.2)

where x = e~*. This results in

1
F(s) = fo ¥V —logx)dx

(4.16)

Since the evaluation of the weights and zeroes of the Legendre polynomials are on the interval

[ —1,1], a shifting to the interval [0,1] is desired. This shifting is accomplished by simply letting

Pr(x) = Pp(1 — 2x)
where Pp(x) are the shifted Legendre polynomials. This gives
x =%~ 1)

*
W, = 2Wi
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(4.17)

(4.18)

(4.19)
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This shifting is done since the Legendre polynomials on the interval [ —1,1] are readily available

[42].

Now applying the quadrature formula of (A.3) while setting the interval [a,b] to [0,1] gives
) N
f xs—']u( —log x)dx = Zw,- xs_lg(x,-) (4.20)
0 i=1

where g(x)) = u( — log x). The x, are the zeroes of the shifted Legendre polynomial of order N and
the w, arc the weight factors as determined by (A.15) and (A.19). Since IF(s) is a known function

of s, u(t) can be evaluated by the formula

N
Fis)= ) wixg(x) (4.21)
i=1

Letting s assume N different values, say s=1,2,....,N, yields a linear system of equations in the N

unknowns, g(x) , i=1,2,....N. This system of equations can be readily solved.

Bellman further develops this approach by obtaining an explicit inversion formula. This eliminates
the need to invert the N by N matrix obtained by (A.21) for each specific solution. This procedure

can be studied in more detail in Bellman [41]. Bellman obtains the N by N matrix Q, so that

gx) =0 F() i,j=123...N (4.22)

The values for this matrix Q,; have been calculated to sixteen places by Bellman and are listed in

Bellman [41].

Since this method is restricted to the time scale of t = — log x, , a multiplicative factor can be used

such that
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. N
ﬂgf)_ = Zwi x’—lu( —alogx)) (A4.23)

=1

This allows one to obtain the values of u(t) at any given time t and still use the same inversion

matrix @y, thus eliminating the need to repeat the entire procedure from the beginning.
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Appendix B. MICVIS User’s Guide

B.1 Introduction

MICVIS is a FORTRAN program written to evaluate the effective viscoelastic propertics of a
unidirectional composite material. These properties are calculated using the propertics of the con-
stituent materials as input assuming a perfectly elastic, transversely isotropic fiber and an isotropic,
viscoelastic matrix with a time-independent Poisson’s ratio. The program can be easily modified
to take into account a viscoelastic fiber and/or a varying Poisson’s ratio. These properties, however,
were not needed for the problem this program was intended to solve and the reader can modify this

program if so desired to meet these conditions.

The user needs to have the following information for input:

Fiber

e [, = Axial Young's Modulus

o [, = Transverse Young's Modulus
* v, = Axial Poisson’s Ratio
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Transverse Poisson’s Ratio

[ ] vy =

e G, = Axial Shear Modulus

Matrix

e I, = Axial Young’s Modulus

* v, = Axial Poisson’s Ratio

e C,n = Parameters for Power-Law Model

e FE,2A,u = Parameters for Four-Parameter Model
Other Input

e V = TFiber Volume Fraction

e = Gamma Function evaluation for exponcent n

The output of the program gives the effective creep compliances of the composite:

Output

*  S,(t) = Axial Creep Compliance

e S,,(t) = Axial Poisson Creep Compliance

®  S,,(¢) = Transverse Creep Compliance

®  Su(t) = Transverse Shear Creep Compliance

® S () = Axial Shear Creep Compliance

This program is based on the elastic-viscoclastic Correspondence Principle. Two elastic microme-
chanical models developed by Aboudi [37] and Hashin [36] respectively are converted to the
viscoelastic time domain by use of the Correspondence Principle [35]. A Laplace Transform in-
version scheme developed by Bellman is used to make this conversion. Two different models are
employed to characterize the viscoelastic behavior of the matrix, namely the Power-Law Model and

the Four-Parameter Model. These procedures can be found in Chapter 4.0.
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MICVIS calls one of two subroutines, ABOUDEXP or HASHEXP. ABOUDEXP is the Aboudi

Model and calls the subroutine ABOUDL HASHEXP is the Hashin Model and calls the sub-

routine HASHIN. ABOUDEXP and HASHEXP are very similar but ABOUDI and HASHIN

are not. ABOUDI and HASHIN contain the mathematical formulations of the respective models.

B.2 Input Description

Following is a description of each line of input that must be entered into a data file before running

MICVIS. Figure 71 shows a sample input file.

Line 1
Line 2
Line 3
Line 4

Line 5§

Line 6
Line 7

Line 8

Composite Material Description (50 characters long)
Volume Fraction Description (50 characters long)
Date (50 characters long)
IMULT - Multiplication factor ‘a’ to determine to what time increment to calculate
u(t). Gives the maximum ‘a’ used in equation (A.23) and also the number of times this
process should be carred out for a=1,2,....,IMULT.
IOPT - Option to use Power-law model or Four-parameter model.
10PT = 0 - Power-Law Model
10PT = 1 - Four-Parameter Model
N - order of Legendre polynomial to be used. N= 5,10,15.
VF - Fiber Volume Fraction, 0 < VF < 1
EAF , GNUAF , ETF , GNUTF , GAF

EAF = Fiber Axial Young's Modulus
GNUAL = Fiber Axial Poisson’s Ratio

ETF = Fiber Transverse Young's Modulus
GNUTF = Fiber Transverse Poisson’s Ratio
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GAF = Fiber Axial Shear Modulus
Linc 9 D0, EXP1l, C, GNUAM

DO = Dy in Power-Law Model

EXP1 = n in Power-Law Model

C = C in Power-Law Model
' GNUAM = Matrix Poisson’s Ratio

Line 10 GAMMA - Gamma function evaluated for (n+1)
Line 1l ElIM, LAM, MUIO

El1IM = F, in Four-Parameter Model
LAM = A in Four-Parameter Model
MU0 = p, in Four-Parameter Model

Line 12 + First the poles of the Legendre polynomial of order N and then the elements of the
matrix @, entered by row with each row preceded by the row number. Parameters uscd

with Bellman Method.
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%% GLASS FIBERS AND EPOXY MATRIX *%
X% FIBER VOLUME FRACTION (VF) = 0.6 %%
%% 14 OCTOBER 1987 %%

.0D-01

.26D+07 2.0D-01 1.24D+07 2.0D-01 5.16667D+06
.6313D-07 3.10D-01 1.881D-07 3.0D-01

.96D-01

.37D+06 6.405D-01 3.9246D+08
.6910077030668073E-02

.30765346494715854E-01

.0060000000000000E-01

.69234655052846136E-01

.5308992296933192E-01

.3096091215873584E+01
.1370836617381254E+02
.2621455387960418E+02
.7977106240584473E+02
.5681333922979571E+02

1

5

6

1

5

8

A

(A

2

5

7

9

1

1
-1

3
-3

1

2
-3.7321558320700493E+00

9.5791727360612028E+01
~3.686648269742823GGE+02

4.92506617642576776E+02
-%.1703556145201710E+02

1
-5

2
-4

2

4
-1

3
-1

3
-2

5

6
-1

1
-2

1

.8750000000000001E+00
.2500000000000000E+01
.8876999999999997E+02
.72649999999999996E+02
.3626999999999998E+02

.1196222405308258E+00
.2133165655799880E+01
.9336776617762277E+02
.7563762838230071E+02
.1703556145201714E+02

.4457574561629890E-01
.8660971287044596E+01
-15781646204084460E+02
.39648231451333832E+02
.5681333922979571E+02

Figure 71. Sample Input File for MICVIS
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B.3  Output Description

The output comes with a Program Identification Block, a Problem Identification Block, and the
values for the calculated compliances at the given times. A sample output for the Hashin Model
is shown in Figure 72. A U or an L appearing after the compliance value denotes an upper and

lower bound respectively. Figure 73 gives a sample output for the Aboudi Model.
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133333333333 3333¢$333333233333333¢222323333¢82222233%3

%X MICVIS foded
%X HASHIN MODEL %%
%X VISCOELASTIC CREEP COMPLIANCES %%
%% LAPLACE INVERSION BY %%
3 THE BELLMAN METHOD %%
%* % %X
%X PROGRAMMED BY %X
* X ROBERT N. YANCEY %3
X % OCTOBER 1987 %%

3 36 36 26 26 3 36 3 € 36 3 € € € 3 36 € 3 36 36 36 I I X 3 3 36 J€ 26 36 JE JE 3€ € I 36 IE IE I IE I I I 3 3 3 3 X X

33331332 tt223233333338333323383333333333322333 8332

XX GLASS FIBERS AND EPOXY MATRIX X%
x% FOUR-PARAMETER MODEL %X
%% FIBER VOLUME FRACTION (VF) = 0.6 %X
X% 14 OCTOBER 1987 %%

1333833333338333333333333333333333333333322 3333333

EFFECTIVE CREEP COMPLIANCES IN (1/MSI)

TIME S1l S12 S22U S22L S44U

0.05 0.1228 -.0288 0.1820 0.2261 0.5996
0.10 0.1230 -.0288 0.1829 0.2280 0.6049
0.14 0.1231 -.0288 0.1838 0.2299 0.6102
0.19 0.1232 -.0289 0.1847 0.2318 0.6153
0.24 0.1233 -.0289 0.1855 0.2336 0.6202
0.26 0.1234 -.0289 0.1859 0.2342 0.6220
0.52 0.1239 -.0290 0.1900 0.2429 0.66461
0.69 0.1242 -.0291 D.1923 0.2479 0.6601
0.79 0.1243 -.0291 0.1934 0.2501 0.6664
1.05 0.1246 -.0292 0.1963 0.2563 0.6836
1.31 0.1249 -.0292 0.1987 0.2616 0.6983
1.39 0.1250 =-.0293 0.1994 0.2631 0.7026
1.47 0.1250 -.0293 0.1999 0.2642 0.7056
2.08 0.1254 -.0294 0.2038 0.2731 0.7306
2.77 0.1257 -.0294 0.2066 0.2798 0.7491
2.93 0.1257 -.0294 0.2070 0.2806 0.7515
3.06 0.1258 -.0294 0.2076 0.23822 0.7559
3.47 0.1258 -.0294 0.2085 0.2842 0.7614
4.40 0.1259 -.0295 0.2098 0.2876 0.7708
5.87 0.1260 ~-.0295 0.2111 0.2908 0.7800
6.12 0.1260 -.0295 0.2116 0.2920 0.7832
7.33 0.1261 -.0295 0.2119 0.2927 0.7853
9.138 0.1261 ~.0295 0.2130 0.2955 0.7930
12.24 0.1262 -.0295 0.2140 0.2981 0.8002
15.30 0.1263 -.0296 0.2150 0.3005 0.8070

Figure 72. Sample Output for Hashin Model
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Sa4l

.6228
.42643
.4256
.4269
.6282
.4287
.4347
.6380
.4396
.4435
L6667
L4676
.6683
.4532
.4565
L6569
.6575
.4585
.6598
L6611
L4615
.G617
.6629
.6660
.4651

COO0O0CO0O00

OQCQCOQOOQOOOOQOOQ

S66

.5465
.5509
.5553
.5596
.5638
.5653
.5855
.5972
.6025
.6170
.6293
.6329
.63564
.6563
.6718
.6738
6775
.6821
.6899
.6976
.7003
.7020
.7085
.7145
.7202
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36 3 36 3€ 3 X J€ J€ 3 3 J€ J€ 3 J€ 3 I I I I I I IE X 26 IE I I I 3 3 I X 3 H 36 I I I 3 I€ I I I K I I 3 3 3 X

%3 MICVIS X%
%3 ABOUDI MODEL %X
%% VISCOELASTIC CREEP COMPLIANCES %%
%% LAPLACE INVERSION BY %X
%3 THE BELLMAN METHOD %%
%% * X%
33 PROGRAMMED BY %%
%% ROBERT N. YANCEY %X
% OCTOBER 1987 %X

3 36 36 36 J€ 3 36 3 3 J€ 3 3 X 36 3 36 3E I IE 3 I I I X I€ 3 3 J I JE 3 I€ 3 I 36 3 36 I 3 I 3 6 I 3 6 9 X X %

133333 333333333333233 833283332323 3333333 33832232828

%X GLASS FIBERS AND EPOXY MATRIX %X
X% FOUR-PARAMETER MODEL %%
%X FIBER VOLUME FRACTION (VF) = 0.6 %%
XX 14 OCTOBER 1987 %%

333 36 3 3 X X 36 3 3 X X 3 I IE X I 36 26 3 36 H 3 I 3 I I 26 I X 2 2 X 3 I6 I X 3 36 I I X 3 36 36 3 X % %

EFFECTIVE CREEP COMPLIANCES IN (1/MSI)

TIME 511 S12 S22 544 S66

0.05 0.1228 -.0288 0.2230 0.5831 0.5708
0.10 0.1229 -.0288 0.2249 0.5880 0.5757
0.14 0.1230 -.0289 0.2267 0.5929 0.5805
0.19 0.1231 -.0289 0.2284 0.5976 0.5852
0.24 0.1232 -.0289 0.2301 0.6021 0.5897
0.26 0.1233 ~-.0289 0.2307 0.6038 0.5913
0.52 0.1238 -.0291 0.2390 0.6259 0.6134
0.69 0.1241 =-.0291 0.2438 0.6387 0.6261
6.79 0.1242 -.0291 0.2459 0.646446 0.6319
1.05 0.1246 -.0292 0.2518 0.6603 0.66476
1.31 0.1249 -.0293 0.2568 0.6737 0.6610
1.39 0.1249 -.0293 0.2582 0.6777 0.6649
1.47 0.1250 -.0293 0.2593 0.6804 0.6676
2.08 0.1254 -.0294 0.2678 0.7032 0.6905
2.77 0.1256 -.0294 0.2740 0.7201 0.7073
2.93 0.1257 -.0295 0.2749 0.7222 0.7095
3.06 0.1257 -.0295 0.2764 0.7262 0.7135
3.47 0.1258 -.0295 0.2782 0.7313 0.7186
4.40 0.1259 -.0295 0.2814 0.7398 0.7271
5.87 0.1260 -.0295 0.2845 0.7481 0.7355
6.12 0.1260 -.0295 0.2856 0.7510 0.7384
7.33 0.1260 -.0295 0.2863 0.7529 0.7403
9.18 0.1261 -.0295 0.2889 0.7599 0.76474
12.24 0.1262 -.0296 0.2914 0.7664 0.7539
15.30 0.1263 -.0296 0.2937 0.7726 0.7601

Figure 73. Sample Output for Aboudi Model
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Appendix C. Elastic Properties

Following are a list of tables showing the composite and bulk resin elastic properties as evaluated
in this study. Also given are tables showing the elastic properties as determined by Milkovich, et
al. [16], Reed, et al. [23], and Fox, et al. [26]. It should be kept in mind that the resin system used

by Reed is slightly different than the resin system used in this study or in Milkovich, et al. {16].
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Table 11. Composite Elastic Properties

Composite Properties (Yancey)
Condition
Property NR IR NE IE
Axial Modulus (MSI) 18.55 18.01 19.55 19.53
Axial Poisson’s : 0.399 0.361 0.400 0.400
Transverse Modulus (MSI) 1.60 1.46 1.14 1.16
Axial Shear Modulus (MSI) 0.792 0.880 0.687 ©0.650

Composite Properties (Mikovich)

Condition
Property NR IR NE IE
Axial Modulus (MSI) 18.88 19.31 19.03 19.76
Axial Poisson’s 0.314 0.283 0.345 0.397
Transverse Modulus (MSI) 1.38 1.52 1.24 1.06
Axial Shear Modulus (MSI) 0.688 0.777 0.563 0.397

Composite Properties (Reed)

Condition
Property NR IR NE IE
Axial Modulus (MSI) 21.00 20.60 22.20 23.60
Axial Poisson’s 0.345 0.312 0.355 0.371
Transverse Modulus (MSI) 1.23 1.51 1.18 0.88
Axial Shear Modulus (MSI) 0.683 0.752 0.569 0.422
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Table 12. Bulk Resin Elastic Properties

Bulk Resin Properties (Yancey)

Condition
Property NR IR NE IE
Axial Modulus (MS]) 0.654 0.870 0.488 0.461
Axial Poisson’s 0.311 0.407 0.317 0.328
Axial Shear Modulus (MSI) 0.225 0.309 0.185 0.174
Bulk Resin Properties (Fox)
Condition
Property NR IR NE IE
Axial Modulus (MSI) 0.674 0.799 0.489 0.501
Axial Poisson’s 0.363 0.373 0.341 (.368
Axial Shear Modulus (MSI) 0.247 0.291 0.182 0.183
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